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Schedule of Accreditation 
issued by 

United Kingdom Accreditation Service 

2 Pine Trees, Chertsey Lane, Staines-upon-Thames, TW18 3HR, UK 
 

 

 
21779 

 

Type A  
Inspection Body 

 
Accredited to  

ISO/IEC 17020:2012 

 

Matrix Advanced NDT Inspection Services Limited  
 

Issue No: 003      Issue date: 25 June 2026 
 

Matrix Advanced Inspection 
Services Ltd, trading as Matrix AI 

Unit 23 Camiestone Road 

Thainstone  

Inverurie  

AB51 5GT 

Contact: David Emery 

Tel: +44 (0)7828 122291 

E-Mail: enquiries@matrixinspectionservices.com 

Website: www.matrixinspectionservices.com 

Inspection performed at/from the locations specified below 

 
Locations covered by the organisation and their relevant activities 

 

Location details Activity Location 
code 

   
Address 

Unit 23 Camiestone Road  
Thainstone  
Inverurie  
AB51 5GT 

 
NDT Inspection 

 
A 

   

 
 
 
 
 
 

  



 

 
21779 

 

Type A 
Inspection Body 

  

Accredited to 

ISO/IEC 17020:2012 

 

Schedule of Accreditation  
issued by 

United Kingdom Accreditation Service 
2  P ine  Trees ,  Che r t sey  Lane ,  S ta ines -upon -Thames ,  TW18  3HR,  UK  

Matrix Advanced NDT Inspection Services Limited  
 

Issue No: 003     Issue date: 25 June 2026 

Inspection performed at/from  main address only 
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DETAIL OF ACCREDITATION 
 

 
Field of Inspection 

 
Type and Range of 

Inspection 

 
Methods and Procedures 

 

Location Code 
Product 

Range Key 

     
Onshore and 
Offshore Non-
Destructive Testing 
by Personnel 
Certificated to a 
recognised 
Personnel 
Certification 
Scheme  
Product Range 
Key:-  
C: Casting  
F: Forgings  
W: Weldments  
I: In-service  

Visual Inspection and 
Remote Visual Inspection 

BS EN ISO 13018:2016 A C, F, W, I 

    

    

Manual ultrasonic 
Testing. Thickness and 
conditioning monitoring 

BS EN ISO 16809:2019 A C, F, W, I 

    

    

Phased Array Corrosion 
mapping (PACMAP) In-
Service Inspection 

BS EN ISO 13588:2019 A C, F, W, I 

    

    

Time of flight Diffraction BS EN ISO 10863:2020 A C, F, W, I 
     

     
 Ultrasonic Inspection of 

Welds 
BS EN 17640:2018 A C, F, W, I 

     

     
 Close Visual Inspection 

using Optical Laser 
Metrology 

BS EN 13927:2003 A C, F, W, I 

     

END 

 
 
 
 


