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issued by 

United Kingdom Accreditation Service 
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31873 
 

Accredited to 
ISO/IEC 17025:2017 

 

Qualtest Ltd 

 
Issue No: 001   Issue date: 24 July 2026 

 

Unit 4, Planetary Business Centre 

Planetary Road 

Willenhall 

WV13 3SW 

Contact: Mr Luke Mante 

Tel: +44 (0)1902 259778 

E-Mail: contact@qualtest.uk 

Website: www.qualtest.uk 

Testing performed by the Organisation at the locations specified 

 
Locations covered by the organisation and their relevant activities 

 
Laboratory locations: 

 

Location details Activity Location code 

    
Unit 4, Planetary Business Centre 
Planetary Road 
Willenhall 
WV13 3SW  

 Dye Penetrant Inspection, 
Magnetic 
Particle Inspection, Ultrasonic 
Testing 

A 

    

    
Customer site  Ultrasonic Testing B 
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DETAIL OF ACCREDITATION 
 

 
Materials/Products tested 

 
Type of test/Properties 

measured/Range of 
measurement 

 
Standard specifications/ 

Equipment/Techniques used 

 
Location 

Code 

    
LIGHT and DENSE METALS 
and 
ALLOYS including Part 
Machined or 
Fully Machined Fasteners, 
Castings, 
Weldments, Wrought 
Products and Bar Stock 

Liquid Penetrant 
Testing: 
WaterWashable 
Fluorescent & Colour 
Contrast 

ASTM E1417/E1417M -21e1 
ASTM E165/E165M - 23 
BS EN ISO 3452-1 :2021 
BS EN 10228-2 :2016 
NES 729 Part 4 : Issue 2 
DEF-STAN 02-729 Part 4 :2022 
API 6A : Edition 21 
ASME BPVC Article 6 :2025 

A 

    
FERROMAGNETIC 
METALS 

Magnetic Particle 
Testing: 
Fluorescent & Colour 
Contrast 

ASTM E1444/E1444M : 26 
ASTM E709 : 21 
BS EN ISO 9934-1: 2016 
BS EN 10228-1 : 2016 
DEF STAN 02-729 Part 2 :2022 
NES 729 Part 2 : Issue 2 
MOD-Naval MPI 
Specification : Latest issue 
API 6A :Edition 21 
ASME BPVC Article 7 : 2025 

A 

    
Wrought Bar, Billet, Forgings 
& Part 
Machined Fasteners 

Ultrasonic Testing: 
Manual Contact 
Method. 

ASTM A388/A388M : 26 
BS EN 10160 :1999 
BS EN 10228-3 : 2016 
BS EN 10228-4 : 2016 
BS EN 10307 : 2001 
BS EN 10308 : 2002 
SAE-AMS-STD 2154E : 2021 
DEF-STAN 02-729 Part 5 :2023 
NES 729 Part 5 : Issue 2 
API 6A Edition 21 
ASME V BPVC Article 5 : 2025 

A 
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Materials/Products tested 

 
Type of test/Properties 

measured/Range of 
measurement 

 
Standard specifications/ 

Equipment/Techniques used 

 
Location 

Code 

    
Wrought Bar, Billet, Forgings 
& Part 
Machined Fasteners 

Ultrasonic Testing: 
Manual Contact 
Method 

ASTM A388/A388M : 26 
BS EN 10160 :1999 
BS EN 10228-3 : 2016 
BS EN 10228-4 : 2016 
BS EN 10307 : 2001 
BS EN 10308 : 2002 
SAE-AMS-STD 2154E : 2021 
DEF-STAN 02-729 Part 5 :2023 
NES 729 Part 5 : Issue 2 
API 6A Edition 21 
ASME V BPVC Article 5 : 2025 

B 

    

 
END 

 

 


