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Testing performed at the above address only 

DETAIL OF ACCREDITATION 
 

 
Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 

   
 Flammability -  
   
Upholstered furniture and 
upholstery composites 
 
 

Ignitability and resistance to ignition BS 7176:2007 + A1:2011 
(Low hazard to High hazard) 
BS EN 1021-1:2014   
BS EN 1021-2:2014  
BS 5852:2006 
BS 5852 Part 1:1979 
BS 5852 Part 2:1982 

   
Upholstered furniture and 
upholstery composites 

Flammability - 
 
Ignitability and resistance to ignition 

The Furniture and Furnishings 
(Fire)(Safety) Regulations 1988; 
Statutory Instrument 1988  
No 1324, as amended 
 
 

   
Polyurethane foam in slab or 
cushion form 

Flammability - 
 
Ignitability and resistance to ignition 

Schedule 1 Part I  
 

   
Polyurethane foam in crumb form  Schedule 1 Part II  
   
Latex rubber foam  Schedule 1 Part III 
     
Interliner  Schedule 3 
   
Visible part of upholstery  Schedule 4 Part I 
   
Non Visible part of upholstery  Schedule 4 Part II 
   
Visible cover  Schedule 5 Part I 
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Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 

   
 Flammability -  

   
Stretch cover Ignitability and resistance to ignition Schedule 5 Part II 
   
Non-visible cover  Schedule 5 Part III 
   
Non-foam filling materials Singly  Schedule 2 Part I 
   
Composite fillings for furniture other 
than mattresses, bed-base, cushion 
and pillows 

 Schedule 2 Part II 

   
Pillows and cushions with primary 
covers 

 Schedule 2 Part III 

   
Composite fillings of mattresses 
and bed-bases 

 Schedule 2 Part IV 

   
Mattresses 
 
 
 
 
 
 

Ignitability and resistance to ignition 
 
 
 
 
 
 

BS 6807:1986 
BS 6807:2006 
(Clause 9, Sources 5 & 7) 
BS 7177:2008 + A1:2011 
(Low hazard to High hazard) 
BS EN 597-1: 2015BS EN 597-
2:2015 

   
Bedding 
 
 
 
 

Burning behaviour 
 
 
 
 

ISO 12952-1:2010 
ISO 12952-2:2010 
Excluding: Cleaning procedure 
 
BS 5651:1978 Clause 4.5 

   

END 

 


