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Schedule of Accreditation 
issued by 

United Kingdom Accreditation Service 

2 Pine Trees, Chertsey Lane, Staines-upon-Thames, TW18 3HR, UK 
 

 

 

8603 
 

Accredited to 
ISO/IEC 17025:2017 

 

ITS Testing Services (UK) Limited 
(Intertek CAPCIS) 

 

Issue No: 007       Issue date: 19 February 2024 
 

Unit 6-8 

Longwood Road 

Trafford Park 

Manchester 

M17 1PZ 

 

Contact: Mr K Wiegers 

Tel:  +44 (0)161 875 7600 

E-Mail: Karsten.wiegers@intertek.com 

Website: www.intertek.com  

 

Testing performed at the above address only 

 
DETAIL OF ACCREDITATION 

 

 
Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 

   
IRON, STEELS AND OTHER 
FERROUS METALS 

Corrosion Tests  

 Hydrogen Induced Cracking 
(HIC) 

Documented in-house procedure 
ICM-C&C-K-002 
ANSI/NACE TM0284-2016 

   
 Sulphide Stress Corrosion Cracking 

(SSCC) – Four Point Bend Test 
Documented in-house procedure 
ICM-C&C-K-003 
NACE TM0316-2016 

   

END 
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