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Schedule of Accreditation 
issued by 

United Kingdom Accreditation Service 

2 Pine Trees, Chertsey Lane, Staines-upon-Thames, TW18 3HR, UK 
 

 

 

0379 

 
Accredited to 

ISO/IEC 17025:2017 

 

Inidam Limited 
 

Issue No: 044    Issue date: 07 August 2024 
 

Budds Lane Industrial Estate 

Romsey 

Hampshire 

SO51 0HA 

 

Contact: Mr M Gascoyne 

Tel: +44 (0)1794-830388 

Fax: +44 (0)1794-830066 

E-Mail: Ndt@inidam.com 

Website: www.inidam.com 

 

Testing performed at the above address only 

DETAIL OF ACCREDITATION 
 

 
Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 

   
 Non-destructive Tests  
   
LIGHT and DENSE METALS and 
ALLOYS including castings, 
forgings and weldments 

Liquid Penetrant: 
Fluorescent-immersion line   
Colour contrast-manual application 
(excluding treated surfaces 
requiring etching) 

BS M39: 1972 
BS EN ISO 3452-1: 2021 
ASTM E165/E165M-23 
ASTM E1417-21 
ASME V: 2023 
Defence Standard 02- 729 Part 
4:Issue 3: 2013 (Withdrawn) 

   
 Ultrasonic Flaw Detection: 

 Manual contact method 
BS EN ISO17640 : 2018 
BS EN 10160: 1999 
BS EN 10228:Part 3: 2016 
BS EN 10228:Part 4: 2016 
ASME V: 2023 
Defence Standard 02- 729 Part 5: 
issue 4: 2023 

   
FERROMAGNETIC METALS Magnetic Particle: 

Fluorescent and black ink using  
universal kit 

BS EN ISO 9934-1: 2016 
BS EN ISO 17638: 2016 
ASME V: 2023 
ASTM E709-21 
ASTM E1444/E1444M-22 
Defence Standard 02-729 Part 2: 
Issue 3: 2013 (Withdrawn) 

   
LIGHT and DENSE METALS and 
ALLOYS including castings and 
weldments 

Radiography: 
X-ray 
20- 300 keV 
 

BS M34: 1970 
BS EN ISO 5579: 2013 
BS EN ISO 17636-1: 2022 
BS EN 12681-1: 2017 
ASME V: 2023 
ASTM E94/E94M -22 
ASTM E1742-23 
Defence Standard 02 – 729 Part 1: 
Issue 4: 2022 
SAE AMS 2175: 2010 
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Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 

   
 Non-Destructive Tests (cont’d)  
Castings/Welds/Wrought Products Digital Radiography 

X-ray 
BS EN ISO 17636-2: 2022, BS EN 
12681-2: 2017, BS EN ISO 
16371-2: 2017. 

   
 Visual Testing BS EN ISO 17637: 2016, BS EN 

13018: 2016, ISO 3059: 
2012 

   
PLASTICS and RUBBERS Radiography: 

X-ray 
20-200 keV 

BS M34: 1970 

   
WELDMENTS Tests designated in specified 

welding codes as detailed below: 
 

   
 Liquid penetrant 

Magnetic particle 
Radiographic  
Ultrasonic 

BS EN ISO 9606-1: 2017 
BS EN ISO 9606-2: 2004 
BS EN ISO 15614-1:2017+A1:2019 
BS EN ISO 15614-2: 2005 
ASME IX: 2021 

   
METALS, ALLOYS and METAL 
PRODUCTS 

Mechanical Tests 
 

 
 

 
 

Rockwell (A, B (W) and C Scales) BS EN ISO 6508-1: 2023 
ASTM E18-22 

   

END 

 


