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DETAIL OF ACCREDITATION 

 

 
Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 

   
METALS, ALLOYS and METAL 
PRODUCTS 

Metallography  

 Alpha-phase Proportion (α count) 
Semi-automatic technique 

Documented In-House Method 
QPL 07.04 Issue 01 

   
 Grain Size by the Hilliard Single-

Circle Method 
ASTM E112-21 

   
 Stain Etch Macro Examination Documented In-House Method 

QPL 06.01 Issue 01: Preparation 
QPL 07.01 Issue 02: Evaluation 

   
 Blue Etch Macro Examination Documented In-House Methods 

QPL 06.02 Issue 03: Preparation 
QPL06.11 Issue 01: Evaluation 

   

END 

 


