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Testing performed at the above address only 

DETAIL OF ACCREDITATION 
 

Materials/Products tested 
Type of test/Properties 

measured/Range of measurement 
Standard specifications/ 

Equipment/Techniques used 

   
PAINTS, VARNISHES and 
SIMILAR MATERIALS 

Physical Tests  

 Adhesion BS EN ISO 2409:2020 
   
 Assessment of Blistering BS EN ISO 4628-2:2016 
   
 Assessment of Chalking BS EN ISO 4628-6:2011 
   
 Assessment of Cracking BS EN ISO 4628-4:2016 
   
 Assessment of Flaking BS EN ISO 4628-5:2016 
   
 Assessment of Rusting BS EN ISO 4628-3:2016 
   
 Assessment of degree of 

delamination and corrosion around 
a scribe or other artificial defect 

BS EN ISO 4628-8 - 2012 
 

   
 Colour Comparison BS EN ISO 18314-1:2018 

BS 3900-D9:1986 (withdrawn) 
ISO 7724-2:1984 (withdrawn) 

   
 Film Thickness BS EN ISO 2808:2019 method 7B.2 
   
 Film Thickness BS EN ISO 2808:2019 method 7C 
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Materials/Products tested 
Type of test/Properties 

measured/Range of measurement 
Standard specifications/ 

Equipment/Techniques used 

   
PAINTS, VARNISHES and 
SIMILAR MATERIALS (cont’d) 

Physical Tests (cont’d) 
 

 

 Flexibility BS EN ISO 1519:2011 
   
 Hardness BS EN ISO 1518-1:2023 
   
 Impact Resistance BS EN ISO 6272–1:2011 
   
 Opacity BS EN ISO 2814:2006 
   
 Resistance to Liquids/Stain 

Resistance 
BS EN ISO 2812-1:2017 

   
 Xenon Arc Exposure BS EN ISO 16474-2:2013+A1:2022 
   
 Resistance to Water Immersion BS EN ISO 2812-2:2018 

   
 Salt Spray BS EN ISO 9227:2022 
   
 Sulphur Dioxide 

 
BS ISO 22479:2019 
BS EN ISO 3231:1998 

   
 Wet Scrub Resistance BS EN ISO 11998:2006 
   
 Spreading Rate BS EN ISO 6504-3:2019  
   
 Resistance to liquids BS EN ISO 2812-3:2019 
   
 Adhesion – Pull off BS EN ISO 4624:2016 
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Materials/Products tested 
Type of test/Properties 

measured/Range of measurement 
Standard specifications/ 

Equipment/Techniques used 

   
PAINTS, VARNISHES and 
SIMILAR MATERIALS (cont’d) 

Physical Tests (cont’d) 
 

 

 Taber Abrasion BS EN ISO 7784-2-2023 

   
 QUV Weathering BS EN ISO 16474-3:2021 
   
 Water Vapour Permeability BS EN ISO 7783:2018 
   
 Liquid Water Permeability BS EN 1062-3:2008 
   
 Gloss value at 20 degrees, 60 

degrees and 85 degrees 
BS EN ISO 2813:2014 

   
 Thermal Exposure of Paints Documented in house method (PRA 

Method 2) based on published 
standard method  

   
 Assessment of Edge Corrosion  Documented in-house method 

(PRA Method 3) 
   
 Sag Resistance BS EN ISO 16862:2006 
   
 Wet-Film Thickness, Comb Gauge BS EN ISO 2808:2019 Method 1A 
   
 Touch Drying Time ASTM D1640/D1640M-14(22) 
   
 Through-Drying Time BS EN ISO 9117-1:2009 
   

END 

 


